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CERTIFICATE OF ANALYSIS
Ne 176 / 25.10.2019

1. Name of the product: Escreo 2 pack, waterbased, gloss system 3 819 B3 M 2

2. Applicant: 3 EN 3 LTD - ESCREO

3. Testing methods: EN 1SO 2811-1; ISO 4316; ISO 2431; EN ISO 3251; EN ISO 1524; EN I1SO 9117-6

4. Date of receiving the sample in the laboratory: 08.10.2019
5. The volume of tested samples: One sample of 480 ml 3 819 B3 M 2

and a hardener— 170 ml 3 819 H 3M2
6. Sample testing period: 21.10. - 25.10.2019
7. Results:

Ne Indexes Unit Test method Result

1. | Appearance - Visual Homogenous mass

2. | Colour - Visual White

3. | Density at 20 °C g/em? EN ISO 2811-1 1,207

4. | pH, directly = ISO 4316 7,92

5 VlS::OS]ty flow cup ¢ 6 mm, at " 1SO 2431 117
2390

6 Determination of non-volatile- % EN ISO 3251 48,92
matter content

7 Df.atermmanon the fineness of i EN ISO 1524 >25
grind

8. | Gel time 3/1 at 23 °C min - n/a

9, | Print-free test at 23 °C h EN ISO 9117-6 After 12

Note: All data described in this certificate refers to the tested sample only. ,
141 ).

not be reproduced without the written consent of the laboratory.

Head of Test laboratory: I Borisova /&% ... ..
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